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Description: 44mm 6x36 RHOL IWRC 2160N/mm2 Gal Cranemaster

Load v Time

Time (m:s)

Load (1) Elongation (mm)  Time (m:s)

Maximum: 192.93 00 01:208

Testresults are acceptable: Wy
Test results are not acceptable: [

SIGNATURE

Tested on UNISPLICE LTD. Proof-Load Destruction Test Machine - Serial Number 501
Callbrated in accordance with EN 1SO 7500-1:2004 Class 10n 12.07.2011 with Certificate No. Initial

Brunton Shaw UK are pleased to announce that following the successful
Commissioning and Calibration of their 600 Tonne Test Bed, they can now offer this facility
for the Destruction Testing of your Wire Rope samples.
A complete fast & efficient service can be offered with samples coned and tested to give a
turn round to suit your needs.
Features include
. Computer controlled operation via touch screen.
. Full Data collection with each Test completed.
. Displayed on screen, Load v Time Graph.
Quality Assurance.
. Calibrated by National Physical Laboratory (NPL) to Class 1 level.
- 'Certificate of Testing' print out available with each sample.
«  All test samples will be issued with a Brunton Shaw ‘Certificate of
Test of Wire Rope' & on request can be approved by Lloyds or ABS.

For Further details contact

Head Office & Factory Scottish Office.
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Price list:
Rope diameter (mm) Approx breaking load Price (£)
range (te)
28 - 39 75 - 150 550
40 - 60 151 - 350 1000
61 - 80 351 - 500 1450
81 - 102 501 - 600 1700

Includes sample preparation (coning), testing and provision of a test report.
Minimum sample length required for destruction test is 3.7mtrs.

3rd party witness of test (e.g. Lloyds Register) can be arranged at extra cost.




